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ABSTRACT

To visually record the initial free flight event of the Hyper-X research flight vehicle immediately after
separation from the Pegasus® booster rocket, a video camera was mounted on the bulkhead of the adapter
through which Hyper-X rides on Pegasus. The video camera was shielded by a protecting camera
window made of heat-resistant quartz material. When Hyper-X separates from Pegasus, this camera
window will be suddenly exposed to Mach 7 stagnation thermal shock and dynamic pressure loading
(aerothermal loading). To examine the structural integrity, thermoelastic analysis was performed, and the
stress distributions in the camera windows were calculated. The critical stress point where the tensile
stress reaches a maximum value for each camera window was identified, and the maximum tensile stress
level at that critical point was found to be considerably lower than the tensile failure stress of the camera
window material.

NOMENCLATURE
A ; elementary surface area associated with radial location of node i, in?
a radius of circular camera window, in.
CTE classical theory of elasticity
E Young’s modulus, lb/in2
G shear modulus, 1b/in’
h thickness of camera window, in.
JLOC joint location
0 ; nodal force at r i Ib
o, nodal force at camera window center, 1b
q dynamic pressure, [b/ft>
r,0,z cylindrical coordinate system
ri radial location of node i, in.
I, radial location where radial stress (G,) or tangential stress (G,) reaches its maximum tensile
value, in.
Ar radial length of any element, in.
SPAR Structural Performance and Resizing (finite-element computer program)
S61 pentahedron element or wedge element (six nodes)
S81 hexahedron element or brick element (eight nodes)
T temperature, ‘R or °F

t time counted from the instance Hyper-X separates from Pegasus booster rocket, sec



w deflection of camera window at any radial location, in.

o coefficient of thermal expansion, in./in.-°F
) camera window center deflection, in.
p density, 1b/in’
Oc compressive failure stress, 1b/in®
o, radial stress, 1b/in”
. .2
(Gr)inax maximum value of G, 1b/in
Op tensile failure stress, 1b/in?
Gy tangential stress, lb/in2
(Gg) maximum value of G, 1b/in®
max
V Poisson’s ratio

INTRODUCTION

Hyper-X (designated X-43) is a new hypersonic flight research vehicle (12 ft long, 5 ft span, 3,000 1b
weight), designed to be flown in the Mach 7-10 range (fig. 1). The Hyper-X carries a scramjet
(supersonic-combustion ramjet) engine using hydrogen as fuel and inlet air as oxidizer (without carrying
oxidizer on board). The scramjet engine is a ramjet engine in which the airflow through the whole engine
remains supersonic. Figure 2 shows the flight trajectory of Hyper-X. Hyper-X rides on a Pegasus®
winged booster rocket, which is carried under the wing of the B-52 aircraft to a launch altitude of
17,000 ft for a Mach 7 mission or to 43,000 ft for a Mach 10 mission. After air launching from the B-52,
the Pegasus accelerates and ascends to approximately 100,000 ft altitude, reaching the test velocity of
Mach 7 or 10. After separation from the booster rocket, the cowl door of the scramjet opens to test the
scramjet engine. After the cowl door is opened, fuel is injected, ignited, and burned for about 8 sec. The
entire event from the opening of the cowl door to closing the cowl door takes 34 sec.

On the first Mach 7 mission, a video camera is to be used to visually record the staged separation
(fig. 1). The camera is to be mounted on the bulkhead of the adapter used for the Hyper-X to ride on the
Pegasus. The camera is to be housed inside a unit protected by a circular-disk-shaped quartz camera
window made of fused silica (fig. 3). At booster separation (fig. 1), the camera window is to be exposed
suddenly to Mach 7 aerothermal loading (i.e., stagnation heating and dynamic pressure loading). The
interior of the camera window, however, initially will remain unheated. Such sudden surface heating is
called thermal shock.

The severe temperature gradient across the camera window depth resulting from thermal shock
induces compressive stresses in the heated zone and tensile stresses in the cooler interior zone. These
stresses cause the camera window to bend outwardly (bulging deformation) if it is allowed to expand and
bend freely. The dynamic pressure, on the other hand, tends to bend the window inwardly (caving
deformation), inducing compression on the heated side and tension on the cool side. For brittle materials
like the camera window, which has very low tensile strength, the induced tensile stresses raise serious
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concerns about the structural integrity of the camera window. Increasing tensile stresses could crack the
camera window, resulting in interference with the camera line-of-sight.

This report presents thermoelastic analysis results of the Hyper-X camera window subjected to
Mach 7 thermal shock and dynamic pressure, and characterizes the thermoelastic performance of the
camera window.

DESCRIPTION OF PROBLEM

The Hyper-X camera window is a circular disk with a radius ¢ = 2.52 in. and a thickness # of either
0.25 or 0.50 in. (fig. 4). The disk is made of fused silica-Corning 7940 brittle material. The camera
window disk is to be simply supported at its circumference and be subjected to Mach 7 stagnation
thermal shock 7 and dynamic pressure g on its entire outer surface. The problem is to perform
thermoelastic analysis of the camera window subjected to the said dual loading, and to calculate stress
distributions in the camera window to predict the survivability of the camera window under Mach 7
aerothermal shock.

THERMAL RESPONSE

Figures 5 and 6 show temperature time histories calculated from transient heat transfer analysis for
different thickness locations of camera windows of both thicknesses (provided by the camera window
designer). The time ¢ is counted from the instant Hyper-X is separated from the Pegasus booster rocket.
Figures 7 and 8 are plots of the temperature profiles along the depth of the window at different time steps.
Table 1 lists the temperature differences between the heated and cool sides at different times.

Table 1. Temperature differences between heated and cool sides.

AT , °F
t, sec

h, in. 1 2 4 8 12 16 20

025 350 450 580 650" 650° 630 580

050 350 450 590 740 830 900 930"

* Maximum AT

As will be seen later, the highest value of AT does not necessarily induce the highest tensile stresses.

FINITE-ELEMENT ANALYSIS

The Structural Performance and Resizing (SPAR) finite-element computer program (ref. 1) was used
in the linear uncoupled thermoelastic analysis and linear elastic analysis of the Hyper-X camera window.



Finite-Element Modeling

Because of axisymmetry, a small pie-shaped segment (6 degree sector) of the camera window disk

was modeled (fig. 4). The sector angle 6 was chosen to be 6 degrees for maintaining proper element

shapes without excess distortion. Figures 9 and 10 show the two finite-element models generated for the

pie-segments of the camera windows with thicknesses of 0.25 and 0.50 in., respectively. The joint

locations (JLOC) are equally spaced in both the radial and thickness directions. Each model has only one

layer of elements in the O-direction. There are twenty elements in the radial direction and 10 elements in

the thickness direction. The disk central region (tip of pie) is modeled with S61 elements (pentahedron or

wedge elements), and the rest of the pie segment with S81 elements (hexahedron or brick elements). The

sizes of the two finite element models are identical, as listed in table 2.

Table 2. Sizes of finite-element models for 6 degree
pie-shaped segment of the Hyper-X camera window.

h, in. JLOC S61 elements S81 elements
0.25 451 10 190
0.50 451 10 190

Material Properties

Table 3 lists the material properties of the fused silica-Corning 7940 used for the Hyper-X camera

window.

Table 3. Material properties of camera window
(fused silica-Corning 7940).

E =10.5874 x 10% Ib/in?

G = 44960 x 10° Ib/in?

v =0.17

6 = 7,251 Ib/in®

6 = 159,536 Ib/in®

p =0.0795 Ib/in>

o =0.3056 x 10~ in./in.-°F

Note: Corning 7940 material has a very low
coefficient of thermal expansion o and very low
tensile failure stress G.



Constraints

The pie-shaped model is constrained to have no tangential displacements and zero tangential slopes,
but can move freely in both radial and thickness directions. The lower outermost nodes (camera window
disk lower outer boundary) are simply supported. However, the support points move freely only in the
radial direction (free expansion to minimize stress buildup). At the camera window center, only the
motion in the thickness direction is allowed, and the slopes in both radial and tangential directions are set
to zero.

Applied Loads

For the thermal loading, temperature distributions are assumed to be independent of r and O
coordinates, but are functions of z-coordinates. At each time step ¢, a temperature distribution curve
(figs. 7, 8) associated with that time step was used at any (r, 0) location to generate nodal temperatures
for nodes in the thickness direction.

For the pressure loading, dynamic pressure ¢ = 1,002 1b/ft> was used. This value is the dynamic
pressure at Mach 7 at the time that Hyper-X separates from the Pegasus booster.

Let A; be the elementary surface area at radial location r, defined as

A, = [n(r,. + %)z—n(ri + %)2](3%) =2mr, Ar (%) (1)

where Ar is the radial length of A, (or radial length of any finite element). The surface force A g acting
on A, as a result of dynamic pressure g, is equally shared by two surface nodes at r;. Thus, the nodal
force Q. to be applied at each surface node at r; (except for disk center node) will be

1
Q,’ = EA,'Q (2)

At the radial outer boundary where r, = a, the elementary surface area A; takes on the following form:

2 Navala: 0
’ [m n(a 2 ) ](360) ma r(360) ®
Finally, the nodal force O to be applied at the camera window center node is calculated from
ArV2( ©
% = (%) (50 @

Solutions for the dynamic pressure loading case may be calculated from the classical theory of
elasticity (CTE). However, finite-element solutions for this case are obtained to check the finite-element
solution accuracy in light of CTE solutions, and therefore, to gain confidence in the adequacy of the
finite-element modeling.



CLASSICAL THEORY

For a circular plate (for example, a camera window) under uniform surface pressure ¢ on one side, the
CTE, neglecting transverse shear effect, gives the following plate deflection w(r) at any radial location
(refs. 2, 3):

3qa4 1+v r2 r2
w(r) = - (1—v)(5+v)|:1—( )—i|[1——J (5)
16ER> SHAN &2
At the center of the disk (r = 0), w(0) reaches a maximum; namely,
3 4
w(0) = & = Lj(l—v)(ﬂv) (6)
16Eh

The stresses {0.(r, z), O4(r,z)} induced at any radial location and depth reach their respective
“local” tensile maximums {G.(r,0),G4(r,0)} at z = 0 (inner cool surface). Those stresses

{6,(r,0), 64(r, 0) } are given by the following (ref. 2):

3 2 2
c,(r,0) = =% (3+v)[1—r—zj (7)
8h a
2 2
Gy (1, 0) = 38‘1:2 (3”)[1_(1313:):_2} (8)

At the disk center (r = 0), both o, and Cg reach the same maximum value of

3q02

85>

6.(0,0) = 64(0,0) = 3+v) )

As will be seen later, the displacements and stresses calculated from the CTE are amazingly close to the
SPAR finite-element solutions.

RESULTS

The following sections present the results of thermoelastic analysis of the Hyper-X camera windows.
Thermal loading results include thermal deformations and thermal stresses. Dynamic pressure loading
includes mechanical deformations and mechanical stresses. The combined case includes results for total
deformations and total stresses.



Thermal Loading

Thermal Deformations

Figures 11 and 12, respectively, show the deformed shapes of the # = 0.25 in. model and £ = 0.50 in.
model under Mach 7 heating. The displacements in the figures are highly magnified for easy
visualization. Table 4 lists the camera window center deflections & (figs. 11 and 12) calculated for the
two models at different time steps, with peak values indicated with asterisks. The initial time ¢ = O
corresponds to the time when Hyper-X separates from the Pegasus.

Table 4. Camera window center deflections o resulting from heating only.

8, in. x 107
f, sec
A, in. 1 2 4 8 12 16 20

0.25 0.695 1.170 1760 2230 2220 2170 2.080
0.50 0283 0416 0.679 0.968 1170 1340 1.460"

* Peak value

Figure 13 is a plot of the data shown in table 4. For the 0.25-in.-thick camera window, the center
deflection & increases with increasing time and reaches a maximum value of § = 2.230 x 10~ in. at
t = 8 sec (indicated with arrow down), and then decreases slightly as the time advances. For the
0.50-in.-thick camera window, 0 increases monotonically with advancing time and reaches a maximum
value of 1.460 x 107 in. (indicated with arrow down) at the end of the time range (¢ = 20 sec).

Thermal Stresses

Figure 14 shows the radial distribution of both radial and tangential tensile stresses {G,, G} on the
zfh = 0.65 plane measured from the cool inner surface. This z/k = 0.65 plane is where the values of
{0,, 04} reach their respective local tensile maximum. In the radial stress plots (fig. 14), {6, G4}
reach their respective maximum values {(Gr)max’ (Ge)max} at slightly different radial locations
r =r, near the free boundary. For the 4 = 0.25 in. case, (Gr)max occurs at r m/ a = 0.875 cross
section, and (Ge) at r_/a = 0.925 cross section. For the # = 0.25 in. case, (G,) is at

max m " max
r,/a = 0.775 cross section, and (Ge)max at r, /a = 0.875 cross section. Note that the maximum

values {(c,) (Ge)max} are only about 3 percent higher than the values of {G,, G4} in the uniform

max
flat regions of the plots. The extreme proximity of the two stresses (except the free boundary at r = a)
implies that the camera window is practically under an equal biaxial stress field. At the camera window

center (r = 0), the radial and tangential stresses become identical because of a pure biaxial stress field.



Figure 15 shows the depth-wise distributions of radial and tangential stresses {G,, Gq} at r = r,
cross section (fig. 14) for the two thicknesses of camera windows. The high compression (negative sign)
near the heated surface is the result of the resisted thermal expansion, and moderate compression near the
cool surface is induced by the thermal bending of the camera window. At the camera window center
(r=0), the two curves of {G,, G4} for each case of 4 in figure 15 will collapse into a single curve
because of the pure biaxial stress field (fig. 14).

Tables 5 and 6, respectively, show the maximum tensile radial and tangential stresses

{(s,)

,(0g) } induced in the two types of camera windows at different time steps.
max max

Table 5. Maximum radial tensile thermal stresses (Gr)nlax induced in camera window.

(6,), 1b/in®

t, sec
h, in. 1 2 4 8 12 16 20
0.25 209.1 2353 236.7" 2253 200.8 163.5 147.4
0.50 203.3 250.7 313.0 377.5 389.2" 362.4 355.8
* Peak value Note: Tensile failure stress (61) =7,251 1b/in®

Table 6. Maximum tangential tensile thermal stresses (Ge)max induced in camera window.

)
(Ge)max , Ib/in

t, sec
h, in. 1 2 4 8 12 16 20
0.25 207.6 233.8 235.7" 2211 198.6 163.2 144.6
0.50 202.9 252.4 315.1 379.8 391.4" 364.4 357.6
* Peak value Note: Tensile failure stress (61) =7,251 1b/in®

Figure 16 is a plot of the data shown in tables 5 and 6. For the 0.25-in.-thick camera window,

{(c,)

" max
0.50-1n.-thick camera window, {(oc,.)

, (Ge)max} reach their respective peak values at r = 4 sec after Hyper-X separation. For the
max’ (Ge)max} reach their peak values at r = 12 sec after Hyper-X

separation. The peak values of {(c,) (Ge)max} are well below the value of tensile failure stress

max
or = 7,251 Ib/in® of the camera window material. These are only partial stresses and must be
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combined with the corresponding mechanical stresses to find the total stresses (the principle of
superposition holds for linear elasticity).

Dynamic Pressure Loading

Mechanical Deformations

Figures 17 and 18, respectively, show the deformed shapes of the 2z = 0.25 in. and & = 0.50 in.

models under Mach 7 dynamic pressure ¢ = 1,002 1b/t. The camera windows deformed inward resulting
from the surface dynamic pressure. Table 7 lists the amounts of displacement at the camera window
centers calculated using the finite-element method and CTE (eq. (6)). The percentage differences
between the SPAR and CTE solutions are also shown.

Table 7. Camera window center displacements resulting
from dynamic pressure only.

§,in. x 107
Solution difference,
h, in. SPAR CTE percent
0.25 -1.370 —1.365 0.366
0.50 —0.178 -0.171 4.094

The magnitudes of 0 are slightly larger for the finite-element solutions because transverse shear
effect was considered. The CTE solution neglected the transverse shear effect. The transverse shear effect
is more conspicuous for the thick disk (2 = 0.50 in.). Notice that the inward displacement of the
h = 0.50-in. case is about 12.99 percent that of the # = 0.25-in. case because of double thickness. The

CTE solution gives (0.25/ 0.5)3 x 100 = 12.5 percent (eq. (6)) because of neglecting the transverse
shear effect. The percentage differences between the two solutions are quite small. The percentage
solution difference for the 4 = 0.50 -in. case is about 11 times that for the 4 = 0.25-in. case.

Mechanical Stresses

Figure 19 shows the radial distribution of local maximum radial and tangential tensile stresses at the
inner cool surface (z/h = 0) calculated from both SPAR and CTE. The two types of solutions are
amazingly close. This closeness implies that the present finite element modeling is adequate. The two
stresses reached an identical maximum at the disk center. Unlike the heating case, the equal biaxial stress
field exists only at the center of the camera window (eqgs. (7), (8)).

Figure 20 shows the plots of the radial stresses (or tangential stresses; 64(0,z) = 6,(0, z)) at the
disk center as functions of depth z/A. Table 8 summarizes the maximum tensile stresses, located at the



cool side of the camera window center, calculated from both SPAR and CTE because of uniform pressure
q, including the percent solution difference. The SPAR and CTE solutions are extremely close.

Table 8. Maximum tensile stresses at camera window; center
cool side (r = z = 0) ; dynamic pressure only.

6,.(0,0) [= 64(0, 0)], Ib/in*

Solution difference,

h, in. SPAR CTE percent
0.25 840.90 840.46 0.0524
0.50 211.30 210.11 0.5664

Note: Tensile failure stress Or = 7,251 Ib/in?,

By doubling the disk thickness from 0.25 to 0.50 in., the maximum stress at the disk center is reduced
to one-quarter (see eq. (9)). Like the mechanical displacement case, the percentage difference between
the two types of stress solutions for the 4 = 0.50-in. case is about 11 times that for the # = 0.25-in. case.

Combined Case

Total Deformations

For the present linear thermoelastic analysis, the principle of superposition holds. Thus, the
displacements at the camera window center caused by heating (table 4) and dynamic pressure loading
(table 7) may be combined to give the total displacements &, which table 9 summarizes.

Table 9. Total displacements at camera window center caused by 7 and q.

§,in. x 1073

t, sec

h, in. 0 1 2 4 8 12 16 20

0.25 ~1.370 —0.675 0200 0390 0.860° 0.850  0.800  0.710

0.50 —0.178  0.105 0238 0501 0790 0992 1162 1.282"

* Peak value

The & values at O sec are the result of dynamic pressure only, because heating has not yet started.
Figure 21 is a plot of the data listed in table 9. Initially, the camera windows deformed inwardly as a
result of dynamic pressure, but gradually deform outwardly as they are heated. For the 0.25-in.-thick
window, O reaches a maximum at 8 sec. For the 0.50-in.-thick window, & increases monotonically with
time during the initial 20-sec time period.
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Total Stresses

By using the superposition principle allowed by linear elasticity, we superimposed the plots of
stresses at camera window centers, resulting from heating, (not shown, but very similar to the plots of
fig. 15) on the stress plots of figure 20, caused by dynamic pressure, to obtain the total stresses at the
centers of camera windows. Figure 22 is a plot of the results. The compressive stresses at the outer
surfaces of both camera windows caused by dynamic pressure are magnified through heating. The total
compressive stresses at the camera window outer surfaces for both camera windows are very close. The
peak total tensile stress shown by the curve for the 0.25-in.-thick window (fig. 22) is at 4 sec, and is less
than the mechanical tensile stress resulting from dynamic pressure at 0 sec (fig. 20). However, the peak
total tensile stress given by the curve for the 0.50-in.-thick window (fig. 22) is the true maximum tensile
stress. Table 10 summarizes the total tensile stresses at different time steps and their z-locations.

Table 10. Total tensile stresses at camera window centers resulting from 7 and gq.

Percent of o

hin.  t;sec 6,(0,2) [= 64(0,2)], Ib/in? z/h
(=7,251 Ib/in®)™
025 0 840.90" 0 (cool side) 11.60
025 4 528.35 0 (cool side) 7.29
050 0 211.30 0 (cool side) 291
0.50 12 336.85" 0.55 from cool side 4.65

* .
Maximum value
%k . .
Tensile failure stress

For the 0.25-in.-thick window, the maximum tensile stress is at the inner surface (z/k = 0), and occurs
at O sec before thermal effect initiates. For the 0.50-in.-thick window, the maximum stress is mainly
caused by thermal effect, and occurs at 12 sec, located at z/h = 0.55 measured from the cool side. It is
seen that those maximum tensile stress values are well below the tensile failure stress 61 = 7,251 1b/in>
of the camera window material. Thus, camera windows of both thicknesses could perform well without
failure under Mach 7 aerothermal loading.

CONCLUSIONS

Thermoelastic analysis was performed on the Hyper-X camera windows subjected to sudden Mach 7
aerothermal loading. The key results of the analysis are as follows:

1. Initially, the camera windows of both thickness deformed inwardly as a result of dynamic
pressure, and then deformed outwardly as they were heated. The camera window center outward
deflection reached a maximum at ¢ = 8 sec for the 0.25-in.-thick camera window, but
monotonically increased during the initial 20 sec for the 0.50-in.-thick camera window.

2. For the 0.25-in.-thick camera window, the maximum tensile stress was at £ = 0 sec as a result of air
load alone, and was at the inner surface. For the 0.50-in.-thick camera window, the maximum
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tensile stress resulted from combined heating and air load, and occurred at r = 12 sec at location
z/h = 0.55 measured from the cool inner surface.

3. The maximum total tensile stresses induced in the 0.25- and 0.50-in.-thick camera windows were,
respectively, 11.60 percent (at ¢t = 0 sec) and 4.65 percent (at ¢t = 12 sec) of the tensile failure
stress. Thus, the Hyper-X camera window will be able to perform well without failure under
Mach 7 aerothermal shock.

4. Both heating and air-load induced compressive stresses at the outer surfaces of camera windows
and the magnitudes for the two thickness cases were quite close.

Dryden Flight Research Center

National Aeronautics and Space Administration
Edwards, California, June 13, 2000
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FIGURES

Figure 1. Artist’s conception of separation of Hyper-X from Pegasus® booster rocket for experimental
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Figure 9. Finite-element model for a pie segment of camera window; 4 = 0.25 in.
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Figure 10. Finite-element model for a pie segment of camera window; & = 0.50 in.

17



18

DA Wi

RNty

Figure 11. Deformed shape of camera window as a result of Mach 7 heating; 4 = 0.25 in.
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Figure 12. Deformed shape of camera window as a result of Mach 7 heating; 4 = 0.50 in.
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Figure 13. Plots of camera window center displacements 0 as functions of time #; ¢ = 0 is defined as the
separation time of Hyper-X from Pegasus booster rocket; Mach 7 heating.
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Figure 14. Radial distributions of local peak radial and tangential tensile stresses at depth z/A = 0.65 from
cool side; Mach 7 heating.
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Figure 15. Plots of radial and tangential stresses {0,004} as functions of depth z/h;
c,atr, /a = 0875, cgatr, /a =0925, 1 = 4 sec for h = 025 in.; c, atr,/a = 0.775;
Oy at rm/a = 0.875; t =12 sec for h = 0.50 in.; Mach 7 heating.
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Figure 16. Plots of maximum radial and tangential tensile stresses {(c r)max’ (Ge)max} at r, = Cross
section as functions of time #; r = 0 is defined as the separation time of Hyper-X from Pegasus booster
rocket; Mach 7 heating.
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Figure 17. Deformed shape of camera window under Mach 7 dynamic pressure loading; ¢ = 1,002 1b/ft?;
h=0.251n.
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Figure 18. Deformed shape of camera window under Mach 7 dynamic pressure loading; ¢ = 1,002 1b/ft?;
h=0.50 in.
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Figure 19. Radial distributions of radial and tangential tensile stresses {G,, Gg} at camera window cool-
side boundary; Mach 7 aerodynamic pressure loading; ¢ = 1,002 1b/tt.
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Figure 20. Plots of radial or tangential stress {G4(0, z) = 6,(0, z) } at camera window center (r = 0) as
functions of depth z/h; Mach 7 dynamic pressure loading; ¢ = 1,002 1b/tt?,
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Figure 21. Plots of total camera window center displacements ¢ as functions of time ¢; = 0 is defined as
the separation time of Hyper-X from Pegasus booster rocket.
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Figure 22. Plots of combined radial or tangential stress {64(0, z) = 6,(0, z) } at camera window center
(r = 0) as functions of depth z/Ah; thermal stress components at ¢ = 4 sec for 4 = 0.25 in.; at t = 12 sec for
h = 0.50 in.; mechanical stress components due to ¢ = 1,002 1b/ft>.
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